)

1.2 JRZEHM Y — X (Carbon steel series)

Sample No. # Si Mn P S Cu Al Sol. Al N
023—-10 0. 12565 0. 201 0. 675 0. 0135 0. 00345 0.0111 0. 0420 0. 0413 0. 00311
030-9 0. 195 0. 237 0. 7560 0. 0237 0. 0076 0. 0239 0. 0227 0. 0218 0. 00312
0608 0.410 0. 207 0. 762 0.0119 0. 00278 0.0118 0. 0307 0. 0295 0. 00442
057-9
061-9 0.633 0. 245 0. 490 0.0100 0. 00502 0. 0238 0. 0302 0. 00387
066-6 0. 837 0. 245 0. 852 0.0146 0. 00356 0.0102 0.0218 0. 00318




